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MO 7 B 9 f i 7 P 22 7] Huizhou Desay Battery Co., Lid
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! BiLE A I A BH W R AR IR R 15 58K (7B (- BB h) No. 15 Zone,
1 Consignor Zhongkai Hi-Tech Development Zone, Huizhou, Guangdong, China
‘ 0752-2629810 desay_certification{@. desay.com www.desaybattery.com
' T8 9y f7 PR 24 %] Huizhou Desay Battery Co., Ltd
! A 7 g A JUHEEBEM AR A LTI R X 15 G (J7F) (B £1k) No. 15 Zone,
f Manufacturer Zhongkai Hi-Tech Development Zone, Huizhou, Guangdong, China |
' 0752-2629810 desay_certification(@desay.com www.desaybattery.com
ep [ L - PR ARARHE (LB 50F%  China Electronics Standardization Institute
B A IERTREE 22 1% A# 15 NO.I,ANDINGMENDONGDAJIE, BEIJING,CHINA |
Test lab , ,
010-64102207 wenjuan@cesi.cn B e M e
[ ¥ index.htm
B {E 5 Battery information
1 HFR A 78 2R B et A ifia A /
Name RechargeableLi-ion batterypack Brand
| 5 e il =5
s BCR-61C-2500TD L*ﬁﬁ RS BCR-61C-2500TD
Type Original tested type
FRFRELR (V) 216 AR/AER Rat: 2350mAh 50.76Wh
Nominal voltage Capacity/energy Typ: 2500mAh 54Wh I
#k 175 o B 7 BB T ,
Description | _ Rechargeable Li-ion battery Li content
PR SR (YRS R YBFL
Ji B (kg) 0.330 AR MAESE Black and Green
Mass ; Appearance plastics cement and plastics
film shell
iR 1% & Test information
BEHRERS | WA 2 H
Original test report No. S21<B885-1 Date of test report i 1L
W ARE ERGE (RIS ARRHE T 28 38.3 & UNITED ST/SG/AC.10/11/Rev.7&Am
Test standard NATIONS Manual of Tests and Criteria 38.3 end.1
T.1 % A pes T2 B WK N o
Altitude simulation Tt Passed Thermal test =i Passed
=5 wh=F0
T-i/?zﬁrf‘gifiﬁ fE Passed i gi:f:f i {7#% Passed
T.5 SMARKE % ~ T.6 i o~
External short circuit A Passed Impact tr#ft Passed
T7 R N TS EERE | i
Overcharge i Passed Forced discharge | it Passed
38.3.3 () 3833 (g) | /
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