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5l i) 75 L ) - AL BCR-71P-6000TF 25. 2VDC 5700mAh 143, 64Wh
H 5L AR Chinese
Name of Sample | » 5 Rechargeable Li-ion Battery Pack BCR-71P-6000TF 25.2VDC 5700mAh
English 143. 64Wh
o5 1126020331
Sample No.
-é‘%—%'fi FEE T B S R R4 W
Consignor Fujian SCUD Power Technology Co., Ltd.
& EBL HE kT RBRE) H R AT IR 2
Manufacturer Fujian SCUD Power Technology Co., Ltd.
iswyllr e

et B Citad AR e T
ST/SG/AC. 10/11/Rev. 8&Amend. 1 38.3 UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38. 3

= A G FARETAN
| il
-¥]z;h-)ﬁ ST/bG/AC 10/11/Rev. S&Amf_‘nd 1 38.3 UN Manual of Tests and Criteria
Criterion ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38. 3
=
A#' il g, SEAG WA
ppearance Black and green Plastics cement shell
HoiEz B 92026-02-09 AL B B 2026-02-13 ~ 2026-03-19
Accepted Date Test Date
o) 5 il FERBEAL 5 FAMIE s $Bl) ; e s AT B ik 78 | i e
=Y Altitude simulation, Thermal test, Vibration, Shock, External short
Test ltems circuit, Crush, Overcharge, Forced discharge
ZoREI, EFERA A A GRIGAERAETME) ST/SG/AC. 10/11/Rev. 8%Amend. 1 38, 34RHELE
4}{0
Pl =t The sample has passed the test items of UN Manual of Tests and Criteria
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38.3
Conclusion
L A ] (Date) :
&z ] fe A b Zf Rechargeable Lithium Battery.
p
Comment
Fr it /
Consignor 350000
Kddrass Post Code
th. > b ‘$#z ¥ @
e _{Zr ¢2 el 3L C ] e
Approver: Checker: ompiler:
R4
Title: PrEe e RS (Head of New Energy Safety Department)
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=7 . 2L ca =) x
Name of Test Standard requirement or The .
No Test Result | Conclusion | R k
: ltems Clause Number of Standard emar
BAE GRIEAEHET
EE&E( 'JJ£/ ST/SG/AC. 10/11/Rev. 8&Amend. 1 38.3 it WP 1 oy
1 Altitud ST 1 ) o See Appendix 1 B /
: 1tu _e UN Manual of Tests and Criteria Passed
simulation ST/SG/AC. 10/11/Rev. 8%Amend. 1 Section 38. 3 o
Test T.1
BT GRAIGAERHET
. ﬁ!ﬂﬂﬂi’i\i 'J}IJJ‘}.); rSJ'T/S[;/I‘.C. 10/11/Rev. 8&Amend. 1 38.3 i\ W 2 s
< e o L See Appendisx =
Thermal test UN Manual of Tests and Criteria ee Appendix 2 PE:’-ZSO(J /
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38.3 "
Test T.2
A CalieRprHETF
=5 At} ST/SG/AC.10/11/Rev. 8&Amend. 1 38.3 ¥ | L% 3
3 Vib . BT.3 See Appendix 3 s 74
ibration UN Manual of Tests and Criteria B scod
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38, 3 fene
Test T.3
Ier kil Gl Akt 7 :
ik WY ST/S6/AC. 10/11/Rev. 8%Amend. T-38.3 i | JLEH % 4
s Shock 2T, 4 - i See Appendix 4 EH 7
oc UN.Manual of Tests and Criteria : Passed
ST/SG/AC. 10/11/Rev. 8tAmend. 1 Section 38,3
Test T.4 1
T |FAE T _
) &}‘ﬁ% < ﬂ,l{-‘%)‘.S_T/SG/AC. -lﬂf%l/l?ov. StAmend. 1 38.3 4 [ JLFf 3 5 e
9} S l. o R g . =
EXterI}al ?hOI‘t UN Manual of Tests and Criteria REE ADDRRAIS. 5 PE‘I:;S(:(J /
circult ST/SG/AC. 10/11/Rev. 8&Amend. | Section 38.3 h
Test T.5
aE G RERAET
BE JE) ST/SG/AC. 10/11/Rev. 8&Amend. 1 38.3 i | W4 6
6 T.6 5 Appendix 6 Pay . /
Crush UN Manual of Tests and Criteria BE PR § P;sifzd /
ST/SG/AC. 10/11/Rev. 8&Amend. | Section 38.3
Test T.6
BAE GREARHET
g fIt) ST/SG/AC. 10/11/Rev. 8&Amend. 1 38.3 & | LI 7
7 0 ﬁ:?ﬁh% T, 7 See A;]'Jendix 7 it /
vercharge UN Manual of Tests and Criteria Passed
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38.3 :
Test T.7
I{E’i A G0 AFRHEF
JF) ST/SG/AC. 10/11/Rev. 8&Amend. 1 38.3 ik T, Jfi ¢
| T4 8
8 g&ﬁﬂﬁk% BT 8 See Appendix 8 Ak /
Forced discharge |in Manual of Tests and Criteria Pasuad
ST/SG/AC. 10/11/Rev. 8&Amend. 1 Section 38.3 o
Test T.8
Al BRI S FHEHAE : 20°C-25°C ; AT < /%
Test Envimnimsnt Ambient temperature:20C-25°C :Ambient humidity:/%
Condition
#a| 5R E /
AT Test Itemrh —
Subcontracted Test HLREFE 2 AF / R /
Condition Subcontracted | Name Post Code
Laboratory o hE w15 /
Address Tel

X (bbb M, /™ %

V4
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5 I R B AR e AU
No. Name of Test Items | A]¢itude simulation
2, Bk A XISAT Before RIS After FERE | FAeLE| i
%5 Sample Status RE Fr ¥ & RE FF#& % /& | Mass Loss | Residual |3
Sample Mass ocv Mass ocv OCV  |Other
No. /g AY /g NV /% 1% Event
001 | joycrirst | 74350 | 28.66 | 743.46 | 28.65 0.01 99.97 | o
002 | ookl | 74181 | 28.65 | 741.82 | 28.65 0.00 | 100.00 | ©
003 | lOCERRL | 74108 | 28.65 | 74102 | 28.65 | 0.01 | 100.00 | O
004 | et | 742.93 | 28.65 | 742.91 | 28.65 0.00 | 100.00 | ©
005 | pscrerorit i 74317 28066 | 743019 | 28.65 0. 00 99.97 | o
006 | piiCERfn GEEETe ||| 28 6l [P dige | 28’655 | Tole1 | 100.00 | O
007 | et s liegdz. 68 | 2866 | 742.68 | 128.65 0.00 | 99.97 | o
008 | psere oot | 74105 | 28'66%,| 74196 | 28.66 0.00 | 100.00 | ©
i e i
#iz: L-K V-RA DR R-E F-RK 0-REkK. RAR. AMAK. A, LK.

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

~NL AN

y g
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B% ) RMFE LA | AR
No. Name of Test Items Thermal test
Ha |  Hawk = REE Al | gk #ld b E| fie
%5 Sample Status RE | ek RE F# %/ | Mass Loss| Residual | L%
Sample Mass OCv Mass ocCv OCV  |Other
No. /g A /g A% % /% | Event
001 | opcporieit | 743.46 | 28.65 | 743.40 | 28.59 0.01 99.79 | o
002 | |geruel | 74n.82 | 28.65 | 74L.73 | 28.59 0.00 | 99.79 | o
003 | joyemorerflt | 74102 | 28.65 | 74100 | 2858 0. 00 99.76 | o
00 | wine e, | P29l 28.65 | 742.85 | 28.59 0.01 99.79 | o
005 | psreporciril 174319 | 28.65 | 743.07 | 28.59 0.02° | 99.79 | o
006 | ppioicictfir g SINso | ¢ 28 clPriilpe | 2o GEREIENERN] 9076 | o
007 | pscvorcy oo SGMindo 68 | 2808 | 742.65 [[828. 50 0.00 | 99.79 | o
008 | secrciifter | 74196 | 28660 | 741486 [ 28.60 0. 01 99.79 | o
‘J\—F"!\ E’ This S|:t|1c:t:;.{iILt]0ﬂJ:]lkinnally
&ii: LR V-IRA D-MB4K R-2EZ P-R K 0-AMEF. LRA. LK. L3I, LRK,

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

[~ |
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Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.

5/11
A5 : BRFA LA | R
No. Name of Test Items Vibration
.2 2k A FRIEA] Before RE /G After FEME | #ASE | i
h5 Sample Status RE FHROE| RE FF34%, /& | Mass Loss | Residual | JL&
Sample Mass ocv Mass oCVv ocv Other
No. /g N /g NV /% /% Event
001 | joyerorc®l | 743.40 | 28.59 | 743.43 | 28.59 0.00 | 100.00 | o
002 | oroRAl | 74173 | 28.59 | 741.75 | 28.58 0.00 | 99.97 0
003 | oyecpore®Rl | 74100 | 28.58 | 741.00 | 28.58 0.00 | 100.00 | o
004 | ool | 742.85 | 28.59 | 742.91 | 28.59 0.00 | 100.00 | o
005 | ,eomreieres WV IT706RY LoRba©f b2 | 28.59 0.00 | 100.00 | o
006 | pseecciCieifirt SR Srdiieo | 28. 53 415 || 0s.58 0.00 | 100.00 | o
007 | ssnroca e st 65 |8 28 @ | 742.65 |#0s. 59 0.00 | 100.00 | o
008 | ettt | 74186 | 28.60 % 741.90 || 28.59 0.00 | 99.97 | o
L e T
& LR V-IRA D-ARAR R-2KEL PR K 0-RiiR. RRA. AMAE. AR, RAK,

=

N A g

|
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3 , W R B 4 AR ity
No. Name of Test Items Shgel
RIEF] Before RIEE After 2 1
o —— 7 RERK |FELE | S
P Sl SI’!TUS FE | FRbE| BT FF#4d, JE | Mass Loss | Residual | ILE
Sample Mass oCcv Mass oCV oCV Other
N, g IV g AY /% /% Event
001 | joyepoie®hi | 743.43 | 28.59 | 743.39 | 28.58 0.01 99.97 | o
) 1CYCEA Aa il = 9q = 3
002 | ovc Fully ohatged | 741.75 | 28.58 | 741.73 | 28.58 0. 00 100.00 | o
05 A9
003 | jeyc et | 74100 | 28.58 | 740.98 | 28.58 0.00 | 100.00 | o
004 | joeroiht | 74291 | 28.59 | 742.87 | 28.58 0. 01 99.97 | o
005 | ssevepriit | 74312 | 28.59 | 743.08 | 28.58 0. 01 99.97 | o
006 | sscuerorir fdl | 721935 [ 28, 5@ 141788 | 28 58 0. 00 100.00 | o
o 25CYCTEA R A o =
007 | a5c0 Fonsy onecged Miligdime5 [0 28,80 | 742.60 |i 88,58 0. 01 99.97 | o
008 | ssprrrrod Mealealiii00 [ 28 5O Hmadadh |Eog 5o 0. 00 99.97 | o
J g AThis space intentionally
b 0 I left blanko
&iE: L-ah V-IRA D-MRR R-aE F-R K 0-AR. LARA. LMK, LR, AKX,

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage.No Venting,
No Disassembly,No Rupture & No Fire.
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F5 5 ¥R A B LA A i
No. ' Nanie of Test Hefiis External short circuit
¥ o 2 % e
ks B A A R 8L RN
Sample No. Sample Status Max. Externfaﬂé’l‘emperature Other Event

1CYCSE 478 1 .

001 1CYC Fully charged 96. 6 0

. ICYCSE4=Fa L = g

002 1CYC Fully charged 96. 3 0
LCYCHE A e e -

003 1CYC Fully charged 7.5 0
ICYCSEAS S 1L E5 B

004 1CYC Fully charged 27.9 O

= 25CYCHE AR, -

005 25CYC Fully charged 96. 9 0
25CYCHE A fE L -

006 25CYC Fully-charged 06. 4 0
25CYCHER S HL

007 25CY@ERRITy charged 86. 7 0
25 e i g

008 23¥GaE T 56. 0 0

25CYC Fully chaxged

e g This space intentionally left
ks blank

BoE: D-FEAR R-ALR F-RK 0-LfBk. LARK., LA,
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly.No Fire & No Rupture.

AN = pF =%
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5 6 R B & Ak B

No. Name of Test Items Crush
n e HERA HoeR DR HEAL SIS
Sample No. Sample Status Mg Extem/a%:"l‘emperature Other Event

009 1(‘.&'1(9:3%9? 0(;:'121 ty 21.17 0

010 1C\1(L\3(‘O“’?{}a{:;]:l ity 22.5 0

0

012 IC\l(micoj Gtufy;l:u v 21.8 0

013 IC\I(Ua(OS{zuﬁlil ty 22.5 4

0

= oy

015 25 0(%:?1%1 ty 2T 0

017 y - Ocafff] ty el 0

018 25CYC 50%%¢H 29 1 0

25CYC 50% Capacity

ey This space intentionally left
LR blank

HiE: D-FRAR F-A K 0-RIK. ALK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

Ny

O
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FF5 7 #mAB LA | dAs
No. Name of Test Items Overcharge
B ok & H eI %
Sample No. Sample Status Other Event
p p
ICYCHE AT
019 1CYC Fully charged 0
i ICYCoE 4 e it
020 1CYC Fully charged 0
; ICYCIE A e e
021 ICYC Fully charged o
o¢ ICYCIEAFE A
022 1CYC Fully charged g
ot 25CYCsE A e
023 25CYC Fully charged 0
& 25CYC5E &7 g
024 25CYC Fully charged 0
o= - 25CYCHEA A L A
025 25€YC Fully charged o
i 260YC5EA TR _
026 25CYC Fully charged D
LR 25 This space_nnelnmna]l_\' left blank

HiE: DR PR K 0-LMIR. LAK.
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

w1 AN
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BE . Kom A 8 4 A S
No. Name of Test Items Forced discharge
b5 GREEAES H e %
Sample No. Sample Status Other Event
027 1CYC lé?}"lf?ﬁd\'ijiillir-ged =
028 IeYC II-FUYlCl}Eé;:ijfc?arged 9
e
029 198 Pl 1’;’2{';?&,-,;0(1 ©
030 1CYC 1[51&(]7:'5'3?&?”%0(1 =
031 1CYC lr(Jl(l}xL /:; ijfcﬁix-ged g
032 1CYC 1;;}'1(.1%{?;}3;&'&1@9(1 o
033 16YC lFﬁyﬁ%%jfc?arged 3
034 1CYC ﬁ?ﬁ%?ﬂ?ﬁﬁn‘ged : o
035 1CYC I;JliTE%c?arged ; : 9
036 1CYC lr(u\ffvt f;jfcﬁn'god ¢
— 25CYCTE AT 0

25CYC Fully discharged

25CYCSE A AN A

038 25CYC Fully discharged 0
039 25(&(‘23[(1?1(11\:. ‘:l;ijf:itiwgecl 0
040 23(\{53[(13{1;} :?Fiﬁsicillllﬂrgccl 0
041 25('YC2 jlcu\lrljvb ?Fiﬁfciliin'ged 0
042 25C YC%I[ 131(17:2 Trif{i{cllli\ rged 0
043 25(‘YC25IE1Y1C1§_\Fjﬁ?cﬁ%n‘ged 0
044 25C YCZ?;(u\lC]j&L ?riﬁfcﬁ\rged 0
045 25(“2?(11\1%\._ fl\lﬁfclfl;! rged 0
046 25(Yczsl(u\lcl)\hji:ﬁsici%%uge(l 0

&k D-fifIR F-AK 0-RfRIR. ALK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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RER AR TR

F518: BCR-71P-6000TF

A o
phiEhe /

(15) _
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