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P Al 7 A B F HL 4L DT4810CT-LQ 46. 8V 10. 2Ah 477. 36Wh
B 5 2 AR Chinese

Name of Sample

;@)’k Rechargeable Li—ion Battery Pack DT4810CT-LQ 46.8V 10.2Ah 477. 36Wh
English
HothT 1125030279
Sample No.
Py WL KA RETR RS IR A 7]
Consignor De. power Technology Limited
kb WL ) R AT PR A
Manufacturer De. power Technology Limited
oo 7 vk A CaREeFFRIET )
ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.8
Test method Section 38.3
F)Z AT ' A E CGRIARET MY
ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Crlterla ST/SG/AC.10/11/Rev. 8
Criterion : Section 38.3 —
= WA - : . .
A’#"" ML r . Wt SRR AN
ppearance - Blue Plastics cement and plastics film shell
i B R 2025-03-10 AL B 2025-03-15 ~ 2025-04-14
jAccepted Date _ Test Date
Ko B AL B PRl ; vy s AR fE e I 7S H SRR
S Altitude simulation, Thermal test, Vibration, Shock, External short
Test ltems circuit, Impact, Overcharge, Forced discharge

SR, SRR ABREE GRIFFRAETM) ST/SG/AC. 10/11/Rev. 8 38. 3FF#AEEK .
The sample has passed the test items of UN Manual of Tests and., Crlterla

MM 4E | ST/SG/AC. 10/11/Rev. 8 Section 38.3

Conclusion
5 H (Date) P

- T 78 A Bt ZH Rechargeable Lithium Battery.
E R

Comment

o TR /

Consignor
Addr?ess Post Code

518108

g 15 # Gk :
Approver: ‘{Zr ’;@ Checker: /I w Compller jﬁ‘ ﬁ
S

Title: TR 24T (Head of New Energy Safety Department)
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o | AWA B LA W EER ST LIRS e
&"J‘ . 7]:/\/”‘ % $Jﬁ ra?@ ‘%'li
Name of Test Standard requirement or The )
No. terms Clause Number of Standard Test Result | Conclusion | Remark
%%/«ﬁ‘/ﬁ%%uﬁ;?ﬁ% 4
) ) ST/SG/AC.10/11/Rev. 8 38.3 HIET. 1 PN
1 %Eﬁw UN Manual of Tests and Criteria Sez Appendix %*% /
Altitude ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passod
simulation T.1
A RIS AR UET
FR, M) ST/SG/AC.10/11/Rev. 8 38. 3 1RHAT. 2 WE 2
92 s UN Manual of Tests and Criteria : Ak
Thermal test  [g1/so/AC. 10/11/Rew. 8 Section 38,3 Test | cC | Ppendix P ;Sfi d /
T.2
AE CGRIGFRIET
o ) ST/SG/AC.10/11/Rev. 8 38.3 WIRT. 3 W 3
&3 P
3 y . UN Manual of Tests and Criteria See Appendix éﬁ% /
Vibration ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test piid
T.3
%;&Iﬁ/«ﬁﬁ@ﬁ%uﬁ/c{ﬁ? Jug
y ) ST/SG/AC. 10/11/Rev. 8 38. 3 ALAT. 4 MR 4 ,
4 {FF—EE‘ UN Manual of Tests and Criteria S)léle Appendix 5 /
Shock ST/SG/AC. 10/11/Rev. 8 Section 38:3 Test . Possad
e
IpAr «-iitiﬁﬁ%ﬂﬁ%ié% ‘ =
1) ST/SG/AC. 10/11/Rev. 8 38.3 RHT. 5 LI 5
5 &I\ﬁ% UN Manual of Tests and Criteria See Appendix ﬁ+§ /
External short |s1/SG/AC. 10/11/Rev.8 Section 38.3 Test | Posand
circuit T.5 -
%AD/«ﬁ;}ﬂﬂﬁ/rﬁf i .
) ST/SG/AC. 10/11/Rev. 8 38.3 T.6 I 6
0 ?ﬁ‘mﬁ UN Manual of Tests and Criteria SeE Appendix éﬁ% /
Impact ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T.6
%ﬁﬁlﬁ/«wﬁu@&f 2
) ST/SG/AC. 10/11/Rev. 8 38.3 iRIHT. 7 TR 7
T ji?E'EE‘ UN Manual of Tests and Criteria - . Ik
See Appendix =] /
Overcharge  [ST/SG/AC. 10/11/Rev.8 Section 38.3 Test Passed
T.7
H%»ﬁ «iﬁ%&%uﬁ/\?ﬁ/ﬁ .
) ST/SG/AC.10/11/Rev. 8 38.3 XHET. 8 W= 8
8 gﬁfﬁum% UN Manual of Tests and Criteria See Appendix 8 {:ﬂ% /
Forced discharge |st/sc/ac. 10/11/Rev. 8 Section 38.3 Test Passed
T.8
oRUEZ S s . PREHRAE:20C-25C RBHRAZ: %
Test Environment Ambient temperature:20°C-25°C;Ambient humidity:/%
Condition
7 A ;
Test Item
eI Teten —
Subcontracted Test raxBmE | A / R y
Condition Subcontracted | Name Post Code
Laboratory Bk / w15 y
Address Tel
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5 1 WAIAR £ # | R
No. Name of Test Items Altitude simulation
~ ). YN S A
; . RIS A Bef L5y - o i
e Bk s ;kjﬁ\ Lo ’jh B After |2 gma | Fla bR | H
%"‘J)— Sample Status ﬁ)t':'i‘ ﬂ._-&g‘ W, & ))ﬁ:g 'H'EZ\"—EE Mass Loss | Residual /)
Sample Mass oCVv Mass OCV OCV  |Other
No. /g N /g % 1% /% Event
001 | jgeroesin | 2185.0 | 5415 | 2784.5 | 54.15 0.02 | 100.00 | o
22 NS H I 2
002 | joyems B | 27815 | 5416 | 27815 | 54.15 0. 00 99.98 | ©
r—j,/\: 2
003 | oA | 27855 | 5414 | 2785.5 | 54.14 0. 00 100.00 | ©
004 | joer®m® | 21880 | 5420 | 2787.5 | 54.19 0. 02 99.98 | o 7
= L,
005 | ppacrr®R% 1 2786.5 | 53.96 | 2786.5 | 53.96 0.00 | 100.00 | o
006 | o SCERRE. | o7g60 | 5431 | 278600 | 5431 | 0,00 | 100.00 | O
007 | ppaiC®AM |op785.0 | 53.93 | 2784.5 | 53.92 0. 02 99.98 | O
008 | st | 2787.0 | 53.96 | 2787.0 | 53.95 0. 00 99.98 | ©
H\-Fé EThis spalceeﬁinbtle:ntkionally ==

ik LR V-RA DR R-AKF PRk O-RR. RLRA. LMK, L. LK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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leia 9 BRAR LA | WL

No. Name of Test Items Thermal test

) A ) A

3 > > B e 9 1z
. BT A g5 g 4| 0 B S
S5 Sample Status g | FHERE RE FF 34, /& | Mass Loss| Residual | J
Sample Mass ocv Mass OCV OCV |Other

No. /g N /g N 1% /%  |Event

001 | o liC®R% | 27845 | 54.15 | 2783.5 | 53.40 0. 04 98.61 | O

002 | o OCEEAT | 27815 | 54.15 | 2780.5 | 53.40 0. 04 98.61 | O

003 | o iCCERA® | 27855 | 54.14 | 2785.0 | 53.40 0. 02 98.63 | o

004 | iCCERRE ) 27875 | 5419 | 2787.5 | 53.44 0. 00 98.62 | o

25CYCE A A =

005 | o BCVCHRAE | 2786.5 | 53.96 | 2786.5 | 53.33 0.000 | 9883 | o

006 | L OCEARE. | o76i0 | 54.31 | 27850 | 53.57 | 0.04 98.64 | ©O

007 | jelCWCRRA® | o784.5 | 53.92 | 2783.5 | 53.38 0. 04 99.00 | ©

008 | jelCWCREA® | 2787.0 | 53.95 | 2785.5 | 53.36 0. 05 98.91 | o

\ o 2|This space intentionally
b 2 )
AT F left blank

G Lk V-RA D-fRAR R-AEL F-RK 0-RiiR. BT, LR ARG RAK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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No Disassembly,No Rupture & No Fire.

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,

5/11
A% . WA LA | D)
No. Name of Test Items Vibration
oA HRIR A RXIA] Before RI/E After FERA | H e E | ik
%% Sample Status })ﬁ:% Vi S Y /ﬁ_’% '}fﬁé-%/f. Mass Loss | Residual | L
Sample Mass OoCV Mass ocv oCcv Other
No. /g N /g N /% /% Event
001 | |opeiroe®R® | 2783.5 | 53.40 | 2783.5 | 53.35 0. 00 99. 91 0
002 | o ras®R | 2780.5 | 53.40 | 2780.0 | 53.34 0. 02 99. 89 0
003 | oyeceosBR | 2785.0 | 53.40 | 2785.0 | 53.34 0.00 99. 89 0
004 | oopu®hl | 2787.5 | 53.44 | 2787.0 | 53.38 0. 02 99. 89 0
005 | ,ooiXCERAl | 2786.5 | 53.33 | 2786.5 | 53.27 0. 00 99. 89 0
006 | pe O | ongsio | 53.57 | 278500 | 53.51 | 0.00 | 99.89 | o
007 | e fgu83.5 | 5388 | 2783.5 || B3.32 0.00 99. 89 0
008 | peorcrietAil | 2785.5 | 53.36 | 2785.0 | 53.30 0. 02 99. 89 0
bR 2 IJ:This spalceeftiri)tleanntkionally -
Bk LR V-RA D-FRAK R-2RZL F-R K 0-LMRE. LRA. LK. LR, TAX.
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5 " AT B & AR i
No. Name of Test Items Shock
sy g X A
1RI2H] Befor REJE After 2 e
o ABT Before AR Afler | g gk [MABE | Hi
R Sample St;us RE | bk RE JF#4-¥, & | Mass Loss | Residual 1P -8
Sample Mass oCV Mass oCV oCcV Other
No. /s N /g N 1% % Event
2o A DS
001 | joens®R® | o783.5 | 53.35 | 2783.0 | 53.34 0. 02 99.98 | o
002 | ool | 27800 | 53.34 | 2780.0 | 53.34 0.00 | 100.00 | o
N
003 | joeis®h® | o785.0 | 53.34 | 2785.0 | 53.34 0.00 | 100.00 | o
004 | joorosie | 21870 | 53.38 | 2786.5 | 53.38 0.02 | 100,00 | o
005 | peiiCiAn | 97865 | 53.27 | 2786.5 | 53.26 | 0.00 | 99.98 | O
006 | gsomparoe o | 2785.0 | 53.51 | 2785.0 | 83.50 0. 00 99.98 | o
007 | e 0Nt %E ) 27835 | 53.82 | 2783.0 | 53.32 | 0.02 | 100.00 | ©
008 | ppii®%W | 9785.0 | 53.30 | 2785.0 | 53.30 | 0.00 | 100.00 | o

" oy This space intentionally
J‘vF/ F left blank

&k LR V-RA D-fRAK R-2Z F-R XK 0-AMF. LKA, LA, REE. LARX.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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FF5 5 A B & AR AN o

No. Name of Test Ttems External short circuit
TR BBk A o RO IR B R AL
Sample No. Sample Status Max. Extern/e%Temp erature Other Event

001 1CYéC§§ﬁ§éZE§ged 5T.5 0

002 1C\’éclgﬁﬁyé§iged 56. 6 0

003 1cv<lzcrggﬁ§}§1iged 57.5 9

004 ICYéCgﬁﬁfzfﬁiged 26. 1 0

005 J5C1e Pully shapeed 3.0 0

008 25c&2(gcgﬁﬁf zi?rged 57.6 0

. 25C\2((53C1£1C1ﬁ?§1;%ged 57.5 0

008 25(:32(2%5{?? zEZErged , 57.1 0
LI Faspq | This space intentionally left

~ blank -

&iE: DM R-ARZL P-ALK O-Tfik. LALK. RAA.
Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.
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5 6 A IR B 4 AR i
No. Name of Test Items Impact
Hots HaRA RERBRGAL LG
Sample No. Sample Status Max. Extern/e%Temperature Other Event
009 1C\'1CCY5C0%50c(yffity 23.6 0
010 1CYICC YSCO%SOgﬁfm 24.3 0
7 e =2
011 [(ZYICC\SC()%SO(;/Oaﬁa%ity 44.4 o
012 ICYICC\‘IS%%SOCO/;?a%ity 120.7 0
013 1CY1CCY5C0%5 Ocuffity 117.8 9
NS =N
e 25c2\?cCY5C01y§ OCO/?agfity 123.8 0
Ll : : 7
015 25(;235(:C iaco“f OCD/Zf).a%ity : ~ 247 0
=2 T
016 25c2Y5cCY5000/05 Oéiga%ity ' - 23.9 0
e =2 =
017 25C2Y5CC %.SCO%SQ(;Aa/ga%ity 7 - 24'75 0
018 25CYC 50%% 24,9 a

25CYC 50% Capacity

w\—FZ_EE This space inbtjear;tljonally left

ik DRtk F-ROK 0-Rfh. TAK,
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A5 ; BMAR LA |7

No. Name of Test Items Overcharge
Rt BRA ARE
Sample No. Sample Status Other Event

019 10K Fulty charged 0

020 10K Fuly ehatged 0

021 LCKC Pty eharged 0

022 161G Fully charged o

023 2501C Ry abarged °

024 2501C Rt aharged i«

e Zﬁégcggﬁ?ﬁiged o

026 25CYC5EA TR o)

25CYC Fully charged

YRE This space inteﬁ?ioﬁally 1eft blank

&k D4R PR K O-RMRR. AKX,

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

/]
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5 3 AR T B 4 AR 588 1] T FL
No. Name of Test Items Forced discharge
b5 oA L
Sample No. Sample Status Other Event

027 1CYC chLﬁclj?%i?c[}?arged 0

028 1CYC llf/quClj';[3 %i}ézc?arged 0

029 1CYC 1F?1Cl%%i)§[cfarged o

030 1CYC lFi%%%%i}?c?arged 0

031 1CYC IF(;YICI? %i?cfarged 0

032 1CYC éﬁﬁclffi}?clﬁarged 0

033 16YC }}?gflclf;a%ffc?arged 0

034 1c§c 1P§1Y1C15§%i}§lcfarged 0

035 1cyC ﬁﬂcl%%i?c?arged o

036 1CYC 1FCuY1C17?E%iﬁ§cfarged 0

037 25CYCZSFCuY1¢1? %i%c?arged 0

038 25CYC25FCLE{1C1'7? %iﬁfc?arged 0

039 25CYCZ BFCqucl%ya%ffc?arged 0

040 25CYC25FCL?{1C1? %i?c?arged o

041 SECT EF%CE;E %i?crlgarged )

042 25CYc25FCJlC17_:: %i}jfcfar ged 0

043 25CYC25FCUY1CI%%1}§ZCEEarged o

044 25CYC25FC11Y1017?6 %i]zlcfarged 0

045 25CYC25}7€1Y1C17?E%1}§ZCEEarged 0

046 25CYCZE;3CUY1C1%%1)§ZCEEarged 0

%iE: D4R F-ALK 0-RffIk. RAZK.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

~

- .
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