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L Ed AL AL DT3610CT-1Q-03 36V 10Ah 360Wh
EBIS A1 Chinese
Name of Sample | & 5 Li-ion Battery Pack DI3610CT-LQ-03 36V 10Ah 360Wh
English
kT 1124080820
Sample No.
EXX V) LK) G R AT IR
Consignor De. power Technology Limited
& FEA W kS AR AT TR A R
Manufacturer De. power Technology Limited
Bl ik B R R T

Test method

ST/SG/AC. 10/11/Rev. 8 38.3 UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.8
Section 38.3

SR (e AR HET )

¥ =
FIRATE ST/SG/AC. 10/11/Rev. 8 38. 3 UN Manual of Tests and Criteria ST/SG/AC.10/11/Rev.8
Criterion Section 38.3
M i I
A#"" e CIRCOR 2} L
ppearance Black Plastics cement shell
AL B4 92024-08-29 HALiE B B 2024-09-06 ~ 2024-10-09
Accepted Date Test Date
¥ A B  BERAL; AN BR B ; ol ; AN 4k ; ok AT e SRR HL
R Altitude simulation, Thermal test, Vibration, Shock, External short
Test ltems circuit, Impact, Overcharge, Forced discharge
—“
R, ZFEMATEIEGE R CRUERIRHETFE) ST/SG/AC. 104 l\gc |8"d IPINEER
The sample has passed the test items of UN Manual o 'P%» dnd Ui mri
MM |ST/SG/AC. 10/11/Rev. 8 Section 38.3 A . ;/
F?’L’f
Conclusion ﬁ ‘;'—1
g‘“\a
E%E A ] (DateX Mﬁl‘f* % F
- T A AT 4 Rechargeable Lithium Battery. \\_"V
HiE
Comment
Fi it WR 4R A
Consignor 518108
Address POSt COde
Wk Ik gy R g 4 wH B
Approver: Checker: Compiler:
R4

Title:

Fr e 4T (Head of New Energy Safety Department)
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_.“33. *&iﬂ‘lﬁ EI ;gﬁ’iz *‘]‘:;ﬁ%;ﬁﬁi*ﬁ:ﬁ%%% *ﬁ:.}mq%% $:ﬁ &_ie_ '&'f’i
Name of Test Standard requirement or The c | i
No. Hemne Clause Nimber of Standard Test Result onclusion | Remark
B E GREHERAET
1) ST/SG/AC. 10/11/Rev. 8 38.3 HHRT. 1 WEHZE 1
1 %Eﬁm UN Manual of Tests and Criteria Sy ,\ Sids ey v /
Al d ; ] i See Appendix 1 =] /
titude ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Paasad
simulation T 1 =
A G4 fnbritET
3 1) ST/SG/AC. 10/11/Rev. 8 38.3 43T, 2 W% 2
2 m&mﬁt UN Manual of Tests and Criteria See Appendix 2 ﬁ'{"ﬁ‘ /
Thermal test [s1/sG/AC. 10/11/Rev.8 Section 38.3 Test Bl
T2 B
A TE GG bl T
= M) ST/SG/AC. 10/11/Rev. 8 38.3 WUET. 3 W 3
3 Vbﬁd] UN Manual of Tests and Cri_lm'izi See Appendix 3 {Hﬁ_ ¥
ibration ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Bl
T.3
BT GREEHBRAETF
y F) ST/SG/AC. 10/11/Rev. 8 38.3 RMT. 4 W3 4
4 E‘f(fk UN .\..[z?nuﬂ.l of Tests and C!'l:ieria See Appendix 4 {}1;& /
ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T. 4
AT GoREe FRHET
i) ST/SG/AC. 10/11/Rev. 8 38.3 WlIT.5 I 5
5 ﬂ\ﬁ% UN Manual of Tests and Criteria See Appendix 5 ok /
External short [s1/S6/AC.10/11/Rev.8 Section 38.3 Test Passed
circuit T.B A3
A Bl ColB AR T
ik M) ST/SG/AC.10/11/Rev. B 38.3 kIGT. 6 Wi 6
6 UN Manual of Tests and Criteria See Appendix B g /
Impact ST /SG/AC . Al T See Appe
ST/SG/AC. 10/11/Rev. 8 Section 38.3 Test Passed
T.6 24
A R AERAET
o F ST/SG/AC. 10/11/Rev. 8 38.3 4T, 7 W 7 N
7 UN Manual of Tests and Criteria See Appendix 7 Sx T /
Overcharge  |s7/sG/AC. 10/11/Rev. 8 Section 38.3 Test & DEREER Wil /
T.7 S
BefrlE GREEFbRHET N
it} ST/SG/AC.10/11/Rev. 8 38.3 tA4aT. 8 W 8
8 E%JHEE UN Manual of Tests and Criteria See .’\;pemli.x 8 g v
Forced discharge [s1/56/AC. 10/11/Rev. 8 Section 38,3 Test ek
T.8 =
AR RS AAT  BRRAG20CSCIIEE %
Test Environment Ambient temperature:20°C-25°C;Ambient humidity:/%
Condition
A7 ,
3 Test ltem
2 @B e J —
Subcontracted Test sezkE | LR / R
Condition Subcontracted | Name Post Code
Laboratory Ko hk / W15 /
Address Tel

wed¥Y ~ B

\s
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A5 1 BMTE 24 | firEh
No. Name of Test Items | Altitude simulation
- ok e
. : BT Bef BB Aft
#e | HBRE Lt RS Aler | 545 4 | M4 E | 4o
Y5 Sample Status RE Tk @k RE Fr#8/E | Mass Loss | Residual |F %
Sample Mass ocv Mass ocv OCV  |Other
No. /g A /g N 1% % Event
001 | |oyeece®fe | 22325 | 4160 | 2232.0 | 41.59 0.02 | 99.98 | o
002 | jopcrontt | 22235 | 4L61 | 2223.5 | 41.59 0. 00 99.95 | ©
003 | jovepai it | 22245 | 4160 | 2224.0 | 41.58 0.02 | 99.95 | o
004 | ek | 22225 | 4160 | 22225 | 41.59 0.00 | 99.98 | o
005 | ssorepraiiod | 22295 | 4142 | 2229.5 | 41.40 0. 00 99.95 | O
006 | oecm s oo SHNUPRY. 5 (! 41 268N1S08Tee | 41905 0.00 | 99.98 | o
007 | gttt Simmanos. 5 HE 4108 | 2024.5 [1441.45 0.00 | 99.98 | o
25CYCHE e e = : 99 ; :
008 | psorro®®i. | 20985 | 4144 | 20280 | 41.43 0.02 | 99.98 | o

v e 2|This space intentionally
L3 J
AR left blank

- N

TR N O,

F

#ii: LR V-RA D-ARR R-2EL F-R K 0-LA. R/RA. LA, LA AR,
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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Ay 5 AR LR | AR
No. Name of Test Items Thermal test
s s o - s\ -
. . - BB Aft
PEa A Bk A A2 A Before BRI G After FEmk| #lAwE L
%5 Sample Status RE | FREVE RZ FF 341, /& | Mass Loss| Residual | JL&
Sample Mass ocv Mass ocv OCV |Other
No. /g N /g NV 1% /% | Event
001 | ,geCieilh | 2232.0 | 4159 | 22315 | 40.99 0.02 | 98.56 [ O
002 | glimeRm | 22235 | 4159 | 2223.5 | 4100 0.00 | 9858 | o
003 | sl | 2224.0 | 4158 | 2223.5 [ 40.99 0.02 | 9.5 | o
004 | icidAt | 22225 | 4159 | 2222.5 | 40.98 0.00 | 98.53 | o©
005 | o RONCEEAM 122205 | 4140 | 2229.0 | 40.83 0.02 | 98.62 | o
006 | gptiCiRrh ESINual 5 [|f 41 ARSI 22alps |3 4078 0.00 | 98.38 | o
007 | g ciCERRL les2a.5 | 4145 | 2224.0 | 4101 0.02 | 98.94 | o
008 | jZ0CERRe . | gppg0 | 4143 | 22280 | 40.81 | 0.00 | 98.58 | o
u\—F,,-; F This space intentionally

left blank

&ii: LR V-IRA D-fiRdk R-#EL F-A&K 0-Litik. LRA. AR, RE. LAK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly.No Rupture & No Fire.
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A% g RAAE LA | )
No. Name of Test Items | Vibration
13 |A'—"-L- = 13\ u-A w7 =
5 B2k A RIS 7] Before RIS After FERE|FAeWE|
5 Sample Status RE F¥oE| RE IF 3%, /% | Mass Loss | Residual 0%
Sample Mass oCcv Mass oCcV ocV Other
No. /g NV /g N 1% /% Event
YC5EAS A - :
001 | alCicsit | 22315 | 40,99 [ 2231.0 | 40.92 0.02 | 99.83 | o
002 | o CCRRAL | 99935 | 4100 | 22235 | 40.93 | 0.00 | 99.83 | O
003 | |eciCRRAE o | 2223.5 | 40.99 | 2223.0 | 40.92 0.02 | 99.83 0
004 | | gecmeieh o | 22225 | 40.98 | 2222.5 | 40.91 0.00 | 99.83 0
25CYCEAs e 90« ‘ G0e = ; =
005 | jpmcrou®iel | 222907 T40.83 7| 222805 | 40.77 0.02 | 99.85 | o
006 | jpoiCrEid (@ Nogglys | 40. 18¢0|PE0aLE || 40. 72 0.00 | 99.85 | o
007 | geoqCuEsb iw2224.0 | 4100 | 2223.5 | 40.94 0.02 | 99.83 | o
008 i I 2228.0 | 40.84 | 2228.0 | 40.79 0.00 | 99.88 0

PR E

This space intentionally

left blank

Bii: L-iB V-RA D-fRdk R-ZRE PRk 0-Rafkh. RRA. LMK, LR, LK.
Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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A% , A B 4 A phili
No. Name of Test Items Shoek
. s Y 15 S1 TA
RIEA] Befor RIS Aft 2. in
wel  mana il AL A | gg ik |MABE | L
4 Sample St;us FE | FRLE| RE FF34%, /% | Mass Loss | Residual | L&
Sample ’ Mass ocv Mass ocv OCV | Other
No /g N /g AY, /% /% Event
ICYCTEaE el 0o 0090 £ ’ c
001 | ovemper et | 22310 | 40,92 | 2230.5 | 40.91 0. 02 99.98 | o
S AP
002 | o EERL 99935 | 40,93 | 22235 | 40.93 | 0.00 | 100.00 | ©
A
003 | ookt | 2223.0 | 40.92 | 2222.5 | 40.91 0.02 99.98 | o
VST A
004 | eeiicmkst | 22225 | 40,91 | 22225 [ 40.91 0. 00 100.00 | o
25CYCHEA T i b
005 | pxoariit ki | 22285 | 40.77 | 2228.0 | 40.76 0. 02 99.98 | ©
ECYCSZ LN
006 | promnacir e @l 051, 5 |8 40. 7 P 223195 |80, 72 0. 00 100.00 | o
25CYCTEA i e = O DY ‘
007 | prarnse R 5 | 4081 | 2223.0 |§o0.93 0. 02 99.98 | o
008 | oo poatrn i buadBBl 0 |1 40. 794 monaglD |40, 79 0. 00 100.00 | ©
V] 1=y ¢ffhis space intentionally
)‘ }‘ < 115 SpP lerllii)li;;klﬂﬂi Y
&iE. LR V-RA D-ARAK R-#RZL PRk 0-if. LR, AR, RAE. ARK.

Note: L-Leakage V-Venting D-Disassembly R-Rupture F-Fire O-No Leakage,No Venting,
No Disassembly,No Rupture & No Fire.
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A% 5 A B 4 AR ST

No. ' Name of Test Items External short circuit
o HaRA ARAORGEL ETER
Sample No. Sample Status e, Extern/aul:Temperature Other Event

001 1(\}%;7:‘\ fﬁ:ilige(} 56. 8 0

002 m(l:(:;ﬁj\ ZE;%ged o7.2 0

003 1(\3(?&{??\&%@(1 26. 5 0

004 lf\écrflﬁf\ﬁll%ged 26. 9 i

005 b(é(q(lvﬁﬁ\/f\ Lfll;f.qed 2. 8 9

006 25C$?CEﬁ¥$:%:§2iged 57.17 2

007 25(‘32%5???{&@(1 o7.7 0

008 2 57. 8 0

25CYC Fully charged

. o This space intentionally left
BUF=iH ’ blank

Zx: DAk R-ARZ DAk O-Lffik. AKX, LA,

Note: D-Disassembly R-Ruptur F-Fire O-No Disassembly,No Fire & No Rupture.

r— l

‘ —~
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A5 6 K| R B 4 Ak it

No. Name of Test Items Impact
Mo HBRA oS ERHE FeRL
Sample No. Sample Status hax. Exterrlfaté:Tempel‘ature Other Event

. (o S Ocﬂ.('. ty 21.7 -

012 LCYC 50% Capacity 38.3 0

i L1 Yﬁmwd;’,lll ty . 2

e 25016 S0k Coaei s —h 2

bia 2500 % Otﬂfﬁ ty Tog0 o

018 25CYC 50% %%t 61. 2 0

25CYC 50% Capacity

LT

This space intentionally left

blank

&t D-FRIK F-A2 K 0-FfRik. A K.

Note: D-Disassembly F-Fire O-No Disassembly & No Fire.
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A% ; BUMAE LM | dF

No. Name of Test ltems Overcharge
HRhs F Stk A AR
Sample No. Sample Status Other Event

1CYCHE A Fe e
019 1CYC Fully charged =
020 1ICYCTEA T 0

1CYC Fully charged

1CYCHE A FE HL

021 ICYC Fully charged °

022 ]L‘Y(I(lyfrl”f\?\ Z)E:E‘ge:‘.(l °

023 Z')(fg(l\illjl-l'\‘?\(fhljfi,(ll ©

024 .23(&2(:](?'5{‘1-? ;ﬁzatfig(‘(I °

025 gacfns*cglﬂf?\(jﬁlied -

026 33(3(5(:1\%?{?: :E:Eged i
PL R This space intentionally left blank

Hik: DRIk P-ARK O-RMRR. RAKX.
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

s

\'..'J ANt
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a3 g WRRA LA | SR
No. Name of Test ltems Forced discharge

BT #ouk A H I &
Sample No. Sample Status Other Bvant
027 1CYC llfcl?rlﬁl%i‘l\.i],ﬁ:lglﬁrged Y
028 1CYC II’ET}ICIZJ_\.EE {ffirﬁ:fl?arged 0
g
029 \C¥C Fally e Ilill‘ged 0
030 (cYc Ilﬁrlfl?illtlﬁillts'lrged 0
031 1CYC 112},1(1): ?;jf(f"}?:i reged 0
——r
032 1CYC ) Iy :l.-ib.i{(flillzn*ged 0
033 1CYC llgflcl:j;?{fi:i%fﬁn'ged 0
034 1CYC 1;:[1(31’);3 .:ljﬁiﬂi{ci#arged 0
035 1CYCTE AL 0
1CYC Fully discharged
036 10YC lrcjlcﬁbfh)ﬁlil%ngtd 0
037 25c‘{c25FCJ(1C1§;6 ?Tlﬁ‘illlf‘l rged 0
038 :a.:,(:\’(:stC{xYlC f\h f:;lji)((liilla rged 0
039 25CY(‘,25FCS'ICI’);§ j;ihi{clllljarged 0
040 zsrxczaicjltlib ?ifi{crl?ﬂa'ged Y
041 .?.)(\(ZJFFL?lCIJ\L ?;iﬁfgl?}il-g i 0
e
042 25CY(§2 DF(SJCIJ; -(!l'.iﬁi((:llif"eu'ged 0
043 25('Y(,"25F?11Y1(‘1!},\:E3 :I;njﬁl }lllarg ed 0
044 25(‘\'(?5[3{1[‘1))‘?Triritlllii1'ged 0
045 ZSCY(;ZSFFUYICI')}F ?Fiﬁsﬁjl!ill“ged o
046 25('\'C25lg?'1(;3;; jrlﬁfci }{f‘arged 0

&iz: D-MRAR P-ARLK O-RARIK. LAX.
Note: D-Disassembly F-Fire O-No Disassembly & No Fire.

N = v XY S
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Baltery Category/
Manufacturer: De
i X
=k 7 = =
No.16 Hongyun Road, Lanj eet,
ounly, JinhuaCity, Zhejiang Pro e. P.R. China

.3
0

INR19/66-4
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