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{58 Company information

FREE IR BT 0 BR A 7] SUNWODA Electronic Co.,Ltd.
BIINT 5 2 XA A EE A A X B 2 S48 1. 2 ABX, 2 DKX-9
# Floor 1,A,B,D District of Floor 2 and Floor 3 to 9 of Comprehensive Building, No.2

ZIERAL ; . : ‘ che (
Consignor Yihe Road, Shilong Community, Shiyan Street, Bao'an District, Shenzhen City,
Guangdong Province, P.R. China
13823288548 xiangjing@sunwoda.com www.sunwoda.com
WL IR IR BT A PR A Zhejiang Sunwoda Electronic Co. , Ltd.
i« WL A W 2R W 22 EME 111 S-3 ¥, 4 % Building 3 and building 4,
= No.I11 Yanzhou Rd., Lanjiang St.,Lanxi County, Jinhua City, Zhejiang Province P.R.
Manufacturer China
13823288548 xiangjing@sunwoda.com www.sunwoda.com
AL T BERS AT B 23 7] Shanghai Institute of Chemical Industry Testing Co., Ltd.
A B A7 WL | BT X 08 ZR B 345 %5, 200062 No.345 East Yunling Road, Putuo, Shanghai,
Test lab China 200062
86-21-31765555 battery(@ghs.cn www.ghs.cn
H Jth{5 & Battery information
o A TR A D IBAL — ki "
it HillAl  Rechargeable Li-ion l;:{l;d /
Polymer Battery )
B5 J5 I 2
Type ahal Original tested type / r
PR LR (V) 3.87 e/t 4320mAh/16.7Wh(Rated) * |,
Nominal voltage ) Capacity/energy 4420mAh/17.1Wh(Typical),_ 4
e Rechargeable Li-ion single cell aly /
Description Li content
battery
R (k) I~ L WERFHRUL 7 Black
Mass ) Appearance plastic film shell
RS 5. Test information
JFHR & 4 5 AR 1 H 3]
Original test report No. Rt Date of test report 2920002-00
il Rrv i WA (i bR e T 25 38.3 # UNITED
Test standard NATIONS Manual of Tests and Criteria 38.3 STeGaL 1l Iiesd
T.1 o B N T.2 AN A
Altitude simulation Al Passed Thermal test At Passed
T.3 $iRshll B N T.4 ity -t Y
Vibration & Passed Shock At Passed
T.5 1K % A T.6 HIk 2
External short circuit Fi Passed Crush A Passed
T.7 e -~ T.8 S il PN
Overcharge A Passed Forced discharge erfit Passed
38.3.3 (f) / 38.3.3 (g) /
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Conclusion

MLCHE A AP B COURRLBRIE ) ST/SG/AC.10/11/Rev.738.3 FRiEE R . The
tested samples meet the requirements of test items of the UNITED NATIONS Manual of

Tests and CriteriaST/SG/AC.10/11/Rev.7 38.3 P ,
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Remark

%% Signature
HR 5% Title

SR HY

Issued date

o 202302414

Il THEIW Vice chief engineer
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